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Abstract 
Direct lightning strikeu melt metal parts of 
various systems, like fuel and propellant 
tanks of rockets and airplanes, at the point 
of strike. Responsible for this melting are 
the impulse current and, if occuring, the 
long duration current. both carrying a remar- 
kable charge Q .  

For studying these meltings the simulation in 
the laboratory has to be based on the parama- 
tars of natural lightnings. International 
standards exist defining certain threat le- 
vels of natural lightnings and giving poe- 
sible generator circuits for the simulation. 

The meltings caused by both types of light- 
ning currents show different appearance. 
Their characteristics, their differences in 
melting and heating of metal sheets are invre- 
tigated. 

Neverthelesu the simulation of lightning in 
the laboratory is imperfect. While natural 
lightning is a discharge without a counter 
electrode, the simulation always demands a 
Close counter electrode. The influence of 
this counter electrode is studied. 

1. Introduction 
Metal sheets as parts of various systems can 
be exposed to direct lightning strikes, e.g. 
fuel and propellant tanks of rockets and air- 
planes. 

Direct lightning strikes may cause melting 
effects on metal sheets up to burn throuqhs. 
But even if the metal is thick enough to with- 
stand puncturing, the temperature rise at the 
opposite side of the metal sheet, i.e. the 
inner side of a tank, may be high enough to 
ignite explosive mixtures. 

Responsible for this heating resp. melting 
effect is mostly the charge Q. From Q, multi- 
plied by the nearly constant anode or cathode 
voltage drop, results the energy converted at 
the point of strike. 

The two components of a natural lightning 
strike carrying a uignificant charge Q are 
the impulue current and, if it occurs, the 
long duration current. If one wants to simu- 
late thoue heating or melting effects, t h e  si- 
mulation has to be very close to natural 

lightning, i.e. the simulated impulse and 
long duration currents have to correspond to 
the components of natural lightnings as far 
a6 possible. 

In the past years a lot of efforts were done 
from the International Electrotechnical Com- 
mission (IEC), to work out definitions for 
the threat of natural IfghtningD. At the Octo- 
ber 1990 - meeting of the Technical Committee 
81 (TC 81) of IEC the parameters have been 
finally concluded f l f .  Now these definitions 
are accepted internationally, and they will 
be obligatory for standards for lightning pro- 
tection. 

In this paper generators are presented, which 
are able to fulfil the definitions given by 
IEC TC 81: an impulse current generator with 
a double-crowbar eparkgap and a long duration 
current generator. Both generators are rea- 
lized at the High Voltage Laboratory of the 
University of the Federal Armed Forces in 
Munich, Germany. 

With these generators experiments have been 
performed at different metal sheets made of 
copper, aluminium, brass and two kinds of 
steels. The differences in the meltings on 
these metal sheets caused by impulse currents 
and long duration currents are presented. The 
melting effects are diucussed as a function 
of the kind of metal, the thickness of the 
sheets and the parameters Q (charge) and WfR 
(specific energy) of the lightning current. 

Natural lightning is a discharge without a 
nearby counter electrode, while in the labora- 
tory simulation there always has to be a 
rather close counter electrode. Therefore the 
influence of the distance between the test 
sample and the counter electrode and the geo- 
metrical form of the counter electrode are 
especially investigated. 

If the metal sheet is thick enough to with- 
atand puncturing by the lightning current, 
measurements of the heating at the opposite 
side of the sheet are conducted with infrared 
thermOSenSOr8. T h e e  measurements conclude 
the time slope and the maximum value of the 
temperature at the hottest point of the 
Sheet's opposite side, i.8. directly behind 
the point of strike of the electric arc. 
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2. Natural lightnings 
For analysin and for classification of light- 
ning currents four threat parameters are defi- 
ned characterizing Specific effects of light- 
ning: 

- Peak current imaX, responsible for the oh- 

- Charge Q = Jidt, leading to melting, vapo- 

mic voltage drops of stroken objects. 

rizing and welding by the electric arc at 
the point of strike. Because of the diffe- 
rent effects the total charge Qt has to be 
divided into the charge of the impulse cur- 
rent Qi and the charge of the long duration 
current Q1. 

- Specific energy W/R - i2dt, also called 
the action integral, responsible for the 
heating and the electrodynamic forces of 
metal wires carrying the lightning current. 

- Current rato-of-rise Ai/At in the front of 
a lightning current, leading to electromag- 
netically induced voltages in installation 
circuits. 

About ten years ago the reasurorents of natu- 
ral lightning current., which wdre available 
worldwide, were taken togethor. Then the data 
were statistically preparod, related to the 
four defined threat parameters. This work was 
conducted by the Working Group 33 of the In- 
ternational Conference On Large High Voltage 
Electric Systems (CIGRE WC 3 3 )  1 2 ,  3 1 .  

The basic results of that work are shown in 
fig. 1 to 4, seperated for negative first 
strokes, negative following 8trokes and posi- 
tive flashes. The figures give the frequency 
distribution of the peak current imax, the 
total charge Qt, the impulse charge Qi and 
the specific energy U/R, those threat parame- 
ters, which are necesmary to define impulse 
and long duration currents for the laboratory 
simulation. The di8tribution of the current 
rate-of-rise Ai/At is not shown in this pa- 
per, because this parameter does not have a 
remarkable influence on melting or heating 
ef f ects . 

3. Standards for the laboratory 
simulation 

Standards for the simulation of lightning cur- 
rents in the laboratory have to be based on 
the parameters of natural lightnings given in 
chapter 2. At first one has to define a cer- 
taip protection level for the device under 
test. IEC TC 81 fixes four protection levels, 
which can be chosen / l / ,  The highest level, 
protection level *Iw, includes about 99% of 
all natural lightnings, i.e. only 1% of natu- 
ral lightnings excoeds the defined current 
Parameters. 

The german military standard VG 96 901 Teil 4 
/ 4 / ,  valid for planning and construction of 
systems and equipment for the Bundeswehr, cor- 
responds to the definitions of IEC. TWO 
threat levels arc determined here: threat le- 
vel "high" also includes about 99% of natural 
lightnings, threat level *normal* about 952. 
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If the protection rasp. threat level is fi- 
xed, one can go into the statistical data. 
There one gets the current parameters for the 
chosen level. It is important, that all para- 
meters for a simulatod lightning current are 
based on the same protection level. For exam- 
ple, if a impulee currmnt for protection le- 
vel "1" shall be 8imulated, all current para- 
meters, in this case tho peak curront imax, 
the impulse charge Qi and the specific energy 
u/R, have to fulfil the 99%-value. 



Furthermore for accurate reading of the cur- 
rent parameters in the statistical data it 
has to be taken into account, that about 102 
of natural lightnings are positive flashes. 
So for the fixing of the current parameters 
the influence of these positive flashes must 
be included with appropriate importance. 

Responsible for the heating reep. melting ef- 
fects on metal sheets are two components of a 
natural lightning current, the impulse and 
the long duration current. Based on the above 
considerations the following parameters are 
fixed for protection level mIm of IEC /I/ 
resp. threat level "high" of VG 96 901 Tail 4 
f41: 

- impulse current 
peak current ima, - 200 kA f 10% 
charge Qi - 100 c f 20% 
specific energy W/R = i2dt - 10 XJ/n 

f 3 5 t  

- long duration current 
= 200 c f 202 

0 , 5  6 f 101 
charge Qi 
time T1 

The experimental investigations publi8hed in 
this paper are conducted with currents fulfil- 
ling theae parameters, which, as mentioned 
before, include about 991 of natural light- 
nings. 

The aviation industry normally uses another 
standard for the simulation of lightning cur- 
rents, the SAE AElL /!if resp. the UIL-STD 
1757A 1 6 1 .  These standards define a long dura- 
tion current, which corresponds to the defi- 
nitions of IEC, but the impulse current shows 
remarkable differences. 

This impulee current has a peak current i,,, 
of 200 kh, an impulse charge Qi of 20 C, 
which is increased by an intermediate current 
up to 30 C, and a specific energy W/R of 2 
UJ/n. Using the statistical data of chapter 
2, the current parameters can be analyzed: 

- The peak current imax includes about 992 of 
natural lightnings, like required by IEC 
for protection level 

- The impulse charge Q corresponds only to 
the 901-value of naturaf lightnings (952 of 
first negative strokes, 502 of positive 
flashes). If the charge of the intermediate 
current is added, it corresponds to the 
942-value. 

- The specific anergy W/R includes about 962 
of natural lightninga. In fact the defined 
value of 2 mJ/n considers about 998 of the 
first negative strokes 171 ,  but only about 
701 of the positive flashes, which absolu- 
tely may not be forgotten. 

The impulna current fixed in SAE AEIL re8p. 
UIL-STD 1757A shows parameters, which are not 
correlated in relation to the probability of 
appearance in the raality. It simulate8 natu- 
ral lightnings only incompletely. 

So if one wantn to simulate the real threat 
Of natural lightnings, the parameters given 
by IEC have to be taken. In the future it can 
be expected, that more and more national and 
international standards will ba ba8ed on the 
definitions of ~ E C .  

4. Laboratory equipment 

For the airnulation of impulse current8 with 
peak currents in the range of sore 100 kA 
mostly capacitive .urge current generators 
are used. Especially for the simulation of 
extreme values of charge and speclfic energy, 
as demanded in f 1 ,  41,  a capacitive #urge cur- 
rent generator with a crowbar sparkgap is of 
great advantage. As shown in 1 0 1 ,  with the 
crowbar technique it i8 possible to achieve a 
charge transfer through the davice under 
test, which 1s up to a factor of 4 0  greater 
than the stored charge in the capacitor bank. 
Thus the capacitor bank can be kept relati- 
vely small. 

The cost8 of a uurga current generator are 
dominated by the prize of the capacitor bank. 
Therefore the equipment should be used as ef- 
ficient as possible. A further improvement of 
the efficient use of a given capacitor bank 
can be realized by eeperating the whole test 
equipment into two identical parts, each vith 
its own crowbar sparkgap. The two parts of 
the generator are only connected by the de- 
vice under test, where their currents are sum- 
mar ized. 

Compared with a single surge current genera- 
tor of the same total surge capacitance and 
the same charging voltage the peak current 
imaX as well as the impulse charge Qi achie- 
ved in such a twin arran ement are greater ac- 
cording to a factor 3, the specific energy 
W/R according to a factor 2 191. 

The equivalent circuit of a twin arranged 
surge current generator ia shown in fig. 5. 

Fig 5 T w n  arrangement of 0 suge curenl generotor 

The decay time constant 71 of the exponential 
decay of the current is given by 

r1 9 (to+ 2*L2)/(&r+ 2.R2) - 
The parameters of the current can be calcula- 
ted according to the following equations: 
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The realization of a twin arranged surge cur- 
rent generator for the simulation of the im- 
pulse current according to /1, I /  is shorn in 
fig. 6. A typical current obtained with this 
equipment and a sparkgap with a spacing of 20 
1111 as test sample,io given by fig. 7. 

The use of a surge current generator in a 
twin arrangement ham a further significant ad- 
vantage, if melting or heating effects are to 
ba studied. Because of the geometric symmetry 
the magnetic fields and the resulting magne- 
tic forcam of both generator parts are neutra- 
lized at the ponition of the test sample. 
Thus the arc in the test sample burns unin- 
fluenzed by the external magnetic fields cau- 
sed by the leads to the test generator. This 
situation corresponds to the impact mechanism 
of a natural lightning strike to a metal 
sheet. 

11 pH 11 UH 

For the simulation of the long duration cur- 
rent another capacitor bank is used. The cir- . 
cuit is shovn in fig. 8 .  

The control unit creates the triggering ir- 
pulses for both thyristors V regulating the 
primary transformer current. On the secondary 
side of the transformer the voltage is derodu- 
lated by the d.c.-converter. The capacitor 
bank C is charged on this direct voltage. 

After the long duration current has been trlg- 
gored, the capacitor bank feeds in the test 
sample over an electric arc. While the cur- 
rent flows, the capacitor bank is permanently 

recharged by the transformer via the d.c.-con- 
Verter. With this arrangement the 10% dura- 
tion current of fig. 9 with nearly rectangu- 
lar Wave shape is generated. 
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The current amplitude is fixed by the output 
voltage of the Capacitance and the resistance 
in the circuit. The total resistance consists 
of the resistances of the test sample, the 
electric arc, the shunt and the loading resis- 
tor R1. With this adjustable loading re6istor 
different current amplitudes can be created 
at constant transformer reap. capacitance vol- 
tage. 

The secondary 50 Hz-half waves behind the 
transforner are counted with the current 
transformer 8. After a certain t i n  duration, 
which has to be fixed at the control unit pre- 
viously, no more triggering impulses for the 
thyristors are creatod. The primary and there- 
fore also the secondary transformer current 
are blocked, and the capacitor bank is dis- 
charged exponentially via the test sample. 

5. Melting effects 
For the tests on metal sheets the following 
typical materials were selected: 

- aluminium - copper - brass - soft steel (St37) - stainless steel (V2A) 
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se currents 

The melting effects on metal sheets caused by 
impulse currents have a typical appearance. 
The melted material is spread over a large 
area with diameters of several cm up to 10 
cm. Some examples of melting caused by impul- 
se currents are shown in fig. 18 ana 14. The 
melted areas are surrounded by a zone of spla- 
shed material. 

The radius of the melted area depends on the 
kind of material. Sheets of soft and stain- 
less steel show the largest melted areas 
(typ. 8 cm), followed by aluminium sheets 
(typ. 6 cm), brass and copper (typ. 4 to 5 
cm). The depth of those melted areas is Very 
small. It ranges from 0.1 to 0 . 2  oom, for alu- 
minium up to 0.4 mm. 

The comparatively large melted areas result 
from th high specific energy (which is equal 
to 
fic energy is responsible for the electrody- 
namic forces. The melted areas found at the 
tests with long duration currents, which have 
a considerably lower specific energy, .are re- 
markably smaller (typ. 1..2 cm). 

The spacing and the geometrical construction 
of the counter electrode does not affect the 
diameter of the melted area. 

5.1.1 Test D e r f o r m w  

The decay time constant i1 of the current and 
as a consequence the impulse charge Qi are a 
function of the resistance in the circuit. If 
the distance between the counter electrode 
and the test sample increases, the resistance 
of the electric arc and therefore the total 
resistance in the circuit rises. The atti- 
tudes of the decay time constant and the 
charge Qi as a function of the spacing of the 
counter electrode are shown in Fig. 10 and 
11. The charging voltage here was fixed at 80 
kV . 
The results allow a rough calculation of the 
arc's resistance. Comparing the different de- 
cay time constants i1 or the charges Qi accor- 
ding to the equations of 4.1, the resistance 
of the electric arc related to it's length is 
approximately 

j i  f dt) of the impulse current. This speci- 

R' = 0,75 mnfcm. 

-. - 4  * 
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This relation is only valid for arcs of Cur- 
rents in the range of 200 kA. Furthermore the 
anode and cathode voltage drop is not conside- 
red in this relation. In the investigated 
case the value of this voltage can be eSt1- 
mated to UA,K 30 V. 

To make comparable measurements the charging 
voltage was accommodated to the spacing of 
the counter electrode. The resulting charge 
Qi could be kept constant within 5% ( ~ i  = 100 
f 5 C). 

To eliminate the remaining differences, the 
values were corrected linearly to Qi = 100 C. 

5.1.2 Test results 

The spacing between the counter electrode and 
the test sample affects the melting loss in 
material. An increasing distance drags a de- 
creasing value for the loss in volume. 

Melted and splashed material is a result of 
the formation of plasma rays between the 
sheets and the counter electrode. The larger 
their spacing, the weaker the influence of 
the plasma rays at the surface of the sheets 
and the fewer their power to melt and to 
splash the material. 

A simple way to eliminiate the power of those 
plasma rays as far as possible is the use of 
a so called insulating electrode (electrode 
XI), like shown in fig. 12. 

In contrast to the standard electrode (elec- 
trode I) this insulating electrode has a tef- 
lon cap at its top. With this the electric 
arc is forced to leave the electrode radially 
and to mcurvem to the test device. The plasma 
rays also leave the electrode radially, and 
therefore they do not strike the test device 
with the same power as known from electrode 
I. 

eleclrade I electrGoe I !  

I 

elerlric orc 

-+7- 

F I ~  '2 Conslruc!m of Iwo counler eleciroaes 
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The tests were conducted with the five chosen 
metals and for both electrodes. The losses in 
Volume Av as a function of the spacing S Of 
the electrode are shown in fig. 13 to 17. 

Different materials show different values Of 
the loss in volume. The specified losses of 
the different materials are a function of the 
melting and boiling temperatures and of the 
thermal capacities and conductivities. The 
higher the temperatures, the capacities and 
Conductivities, the smaller the loss in VOlU- 
me. 

. I  

.. . 

'\ ;I/ _.' \ \ 

'L 

The loss in volume is independent of the im- 
pulse current's polarity, excepted steel 
sheets. For both steels the values for posi- 
tive polarity are four times greater than for 
negative, if the standard electrode I is 
used. The loss in volume is dominant at the 
cathode. It can be assumed, that the plasma 
rays starting from the anode are %tronger* 
than those starting from the cathode. The 
same phenomenon occured at tests with safety 
gaps for overvoltage protection made of stain- 
less steel J 0 / .  Here meltings at the cathode 
were dominant, too. For electrode I1 there is 
no remarkable difference between anodic or 
cathodic meltings. 

The losses in volume depend on the spacing of 
the counter electrode. The larger the spa- 
cing, the smaller the loss. This is valid up 
to a spacing of about 25 mm. Then a minimu 
value for the loss in volume of 5 to io mm 
is reached, remaining constant for larger spa- 
cings. However, for aluminium this minimum 
value can only be seen for spacings of more 
than 45 mm. Reason for this is probably the 
softness of aluminium, which allovs an easier 
splashing of melted material. The common mini- 
mum value for all investigated metals of not 
more than 10 mm3 should be that part of the 
material vaporizing at the point of strike. 

The comparison of the losses in volume for 
both electrodes leads to different results. 
For brass there is no significant influence; 
copper and aluminium show values for elec- 
trode 11, which are only 40% to 601 of the 
values measured for electrode I. However, for 
the steels the reducing effect of electrode 
11 is very high. The loss n volume is mini- 
mized to'not more than 20 mm . 
A s  mentioned before, the reason for this re- 
sults is, that the influence of the plasma 
rays on the metal sheet is remarkably smaller 
for electrode 11. The remaining differences 
between the investigated metals, especially 
for aluminium, are caused by their different 
softness. 

The thickness d of the sheets affects their 
resistance. However, though the resistance of 
the circuit increases with thinner sheets, 
the influence on the decay time constant ?1 
and the impulse charge Qi is unimportant. 
A l s o  the loss in volume 1s not influenced by 
the thickness of the test samples. 

J 

1 
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5.1.3 Theoretical ana- 'S 

A theoretical description of the loss in volu- 
me as a function of charge and specific ener- 
gy is given in 1 0 1 :  

AV = C1*QiC2.(W/R)'3, 

with Cl, c2 and C3 as parameters typical for 
the material, the impulse charge in C, the 
sp cific energy in J/n and the volume AV in 

gaps for overvoltage protection 1 8 1 ,  but the 
experimental results with metal sheets show a 
comparable relation. 

The experimental results allow also an exten- 
sion of this equation. The loss in volume 
decreases with increasing spacing of the coun- 
ter electrode: 

mm !i . This equation was developed for safety 

AV - (1 - C4.s ) .  

This relation is verified for a spacing of 1 
mm Up to 25 nun (resp. 1 mm and 45 mm for alu- 
minium). The complete equation for the des- 
cription of the loss in volume can be written 
as 

AV = C1-Qic2*(W/R)c3.(1 - C q - s ) ,  

with the spacing s in m. The parameters C 1  
and C4 depend on the different materials and 
the used electrode (table 1 and Z ) ,  whereas 
C3 and Cj are valid for all investigated mate- 
rials: 

c2 = 1 , 4  
c3 = 0 , 4 5 .  

5.2 Lona duration currents 

The melting8 caused by long duration currents 
show a typical appearance, too. The diameter 
of the melted area is smaller, the melting 
itself deeper than in the case of impulse cur- 
rents. Examples of these meltings are shown 
in fig. 20 and 21. 

Using the long duration currents carrying a 
charge Q1 = 200 C according to 11, 4 f ,  the 
diameter of the melted area is larger for the 
steels and alaminium (typ. 2 cm) than for 
brass and copper (typ. 1 cm) . 
These relatively small melted areas result 
from the fmaller specific energy (action inte- 
gral j i  dt) of the long duration current. 
This is also the reason, that a measurement 
of the loss in volume, comparable to the 
tests with impulse currents, is impossible. 
The material is melted at the base of the 
electric arc, but not splashed significantly. 
Therefore the melted material hardens again, 
if the current flow is over. The loss in VolU- 
me is nearly equal to 0 .  

So the measurements concentrate on the inves- 
tigation, which thickness of a metal sheet 
can withstand the long duration current with- 
out being punctured. International and natio- 
nal standards define minimum thicknesses of 
different materials, if direct lightning 
strikes are assumed. The CO paper of IEC TC 
81 1101 for instance fixes: 

brass 

soft steel 

SO' !  SIPei 0 

stonless sieet 0 
stonless steel 

- aluminium: 7 mm - copper: 5 mm - steel: 4 mm. 

I 
I C :  L O  L1- 

250 25  

60 2 5  

350 25  

90 25 

C L  

c:! . J'? It: IIU!rt 

c o x e r  

brass 

soft sieel 

stainless steel 

T 3 2 . t .  1 Forameter C, for afferer-)t metals 

rnm -1 

eloc1:otk I ~G.: :CXJQ I 1  

0.020 nn20 

0.033 0.030 

0.030 0 033  

0.035 0.020 

0.037 0 

metal d (mm) 

aluminium 2 5  

copper 2 0  

brass 2 0  

sofl steel 2 0  

slainless steel 2 0  

5 3 ' s ; ~  I' Parameter C L  for differenl melols 

h (mm) 

5 - 13 

L - 10 

L - 10 

6 - 12 

6 - 12 

valid up to a spacing of 25 mm 
(aluminium L5 mm! 

Toble 3 Thicknesses d and hole dometers 
h 0' rnelo! c,niets being s i i r e l y  

punzturc3 by Q long dura ' iw  

curren! w i t p  C , =  230 C 
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Both electrodes are used for these tests, and 
their spacing is varied. Nevertheless the ap- 
pearence of the melted areas, the possibility 
of puncturing the metal sheets and the cur- 
rent parameters are not affected by the diffe- 
rent spacing and the kind of electrode. 
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6. Temperature distributions 
For metal sheets, which are thick enough that 
they can't be punctured, another thermal ef- 
fect has to be investigated: the temperature 
rise at the interior surface. The tempera- 
tures occuring at the sheet opposite to the 
point of strike are high enough to decolorate 
the metal. These high temperatures can lead 
to an ignition of an explosive mixture inside 
a metal tank struck by lightning. 

The time dependent temperatures at the inte- 
rior surface of metal sheets are measured by 
two infrared thermosensors for different tem- 
peratur ranges with rise times of 250 ms 
resp. 550 ms. Therefore only relatively slow 
temperature rises can be measured exactly. 

The test .assembly is shown principly in fig. 
22. The infrared thermosensor is adjusted to 
that point of the sheet opposite to the point 
of strike, 1.e. in the axis of the counter 
electrode. At this point the highest tempera- 
tures occur. 

A n I 

The radius of the detected area is proportio- 
nal to the distance between thermosensor and 
the sheet. For thermosensor I the used dis- 
tance of 30 cm corresponds to an area's ra- 
dius of 10 m; thermosensor I1 detects an 
area with the radius 3 mm. With this arrange- 
ment the integrated tampsratures of two detec- 
ted areas with the same center but different 
radius are recorded. 



It has to be considered, that the tempera- 
tures in the middle of the detected area are 
normally still higher than the integrated tem- 
peratures. Based on the measurement results, 
however, a numerical model allows the calcu- 
lation of the temperatures at each point of 
the metal sheet Jll/. 

The emission coefficient E of the investiga- 
ted metals is smaller than 1. Therefore the 
measured temperatures Tm in K have to be 
translated in the real temperatures Tr accor- 
ding to the equation 

with To being the ambient temperature, usual- 
ly 293 K. 

The temperature rise of metal sheets caused 
by impulse currents is relatively fast, but 
after reaching the maximum temperature the 
tail of the curve is very even. Though the 
thermosensor isn't able to follow the front 
steepness exactly, the maximum temperature 
and the tail can be measured sufficiently. 
The maximum temperatures for sheets with a 
thickness of 2 mm are given in table 4 .  

copper [+I 

Table 4 Maximum lemperalues Emcu tci 

2 mrn metal sheels ccused 3,' 

impulse currefils 

These temperatures were measured only with 
the thermosensor detecting an area with a ra- 
dius of 10 mm, because the minimum tempera- 
ture for the second thermosensor is 4 O O O C .  So 
the use of the second thermosensor was not 
possible, because of the relatively low tempe- 
ratures of not more than about 1 0 0 ° C .  The rea- 
son for those low temperatures are the large 
melted areas with only a small depth caused 
by the impulse currents. 

The temperatures for sheets struck by long 
duration currents show a different time 
slope. The crest values are many times 
higher, and the tail is much shorter. So the 
thermosensors aren't able to follow the time 
dependent temperatures for all metals exact- 
ly. Only the steel sheets show temperature 
distributions, which are slow enough, to ful- 
fil the measurement requirements, and so the 
investigations have to be limited to them. 
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The recorded temperatures with time constants 
for steel sheets with different thicknesses 
are shown in table 5 .  Both thermosensors were 
used and therefore the radius of the detected 
area is different. These relatively high ten- 
peratures are caused by the deep melted areas 
at the point of strike of long duration cur- 
rents. 

z lhlckness of sheet 

r rcdrus of detecled area 

3max maximum lemperalure 
Tcr lime lo crest 

T 2  decay llme to halt value 

-:.t; ie 5 Temperature dtsfrrSutlnns for 

me!ai shwts  ccused h y  tong 

duro t ton c u r r e n t s  

7. Conclusions 
The simulation of lightning currents in the 
laboratory has to be based on the parameters 
of natural lightnings. The investigations of 
this paper are carried out with simulated 
lightning currents including about 992 of na- 
tural lightnings, as required by IEC /I/. 

Meltings of metal sheets caused by impulse 
currents show a large melted area. The depth 
of the melting is small. The reason for this 
kind of melting is the high specific energy 
of the impulse current. 

The loss in volume decreases with increasing 
spacing of the counter electrode due to the 
weaker influence of plasma rays on the metal 
sheet. If a so called insulating electrode is 
used, the influence of plasma rays and there- 
fore also the loss in volume is reduced remar- 
kably. 



Meltings of metal sheets caused by long dura- 
tion currents show a small, but deep melted 
area. Aluminium sheets can be punctured up to 
a thickness of 3 m, stainless and soft 
steel, brass and copper Up to 2 , s  

Metal sheets, which can't be punctured, Can 
show high temperatures at their interior Sur- 
face, i.e. opposite to the point of strike. 
Responsible for this are mafnly long duration 
currents. They lead to maximum temperatures 
of more than l.ooO°C, whereas the tempera- 
tures for impulse currents usually are below 
100°C. Reason for these different tempera- 
tures are also the different melting proces- 
ses of impulse and long duration currents. 

Steel sheets show the most ndangerous" tempe- 
rature distributions, because high tempera- 
tures occur at the interior surface of the 
sheet's for a long time. The temperature de- 
crease of sheets made of aluminium, copper 
and brass is faster. 

In general it is a fact, that the thermal 
threat for metal sheets caused by long du- 
ration currents is dominant. They lead to dee- 
per meltings and higher temperatures at the 
interior surface of the sheets than impulse 
currents. 
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